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JKD PLASTICS 
KHEWAT NO 435 KHASRA NO 76//16/8-0, 17/1 5-8,77/20 2-12, 
CHAJJPUR ROAD, KURAR, PANIPAT, HARYANA 132104 
INDIA 
CONTACT PERSON:  SHIVAM BANSAL 
  
THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS: 
SAMPLE DESCRIPTION WPC FRAME 
COLOUR  WHITE 
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ 
LAB PROVIDED DETAILS: 
CONDITION OF SAMPLE COMPLETE AND OK 
THE LOCATION OF PERFORMANCE OF THE LABORATORY ACTIVITIES: SGS GURUGRAM LABORATORY 
SAMPLE RECD ON   26-Apr-2025 TESTING PERIOD : 26-Apr-2025  -  02-May-2025 
 
SUMMARY OF TEST RESULTS: 
 
TESTS PASS FAIL REMARKS 
TOTAL LEAD CONTENT  P   
Remarks:            P=Pass 
  
 F=Fail 
 
TEST(S) RESULT & METHOD: PLEASE REFER TO NEXT PAGE(S). RESULTS APPLY TO THE SAMPLE AS RECEIVED 
   
Pro SGS India Pvt. Ltd. 

 
ANSHUL SINGH 
SENIOR TECHNICAL EXECUTIVE  
Authorized Signatory-Mechanical 
Email your Test Report Related Enquiries at Feedback.HLT@sgs.com    
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TEST RESULT :- 

 
TOTAL LEAD CONTENT: 
  Method: CPSC-CH-E-1001-08.3 Analysis Was Performed By ICP-OES. 

TEST NAME 
TEST RESULT (mg/kg) Permissible Limit  (mg/kg) 

Total Lead Content 92 100 
Conclusion Pass  -- 
 
 Detection limit: 20 mg/kg 
 
Tested Item: CWPC FRAME 
 
Note : 
- Test has been sub-contracted to ISO/IEC 17025 accredited laboratory. 
-  Permissible limit has been taken from CPSIA regulation. 
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Sample As Received    

 
 

 
***** END OF REPORT***** 
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